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Introduction

Kaolin is one of the most important industrial minerals of the Czech Republic. The be-
ginning of kaolin production and use in the Czech Republic dates back to the late 18th cen-
tury, when the first porcelain factories were founded in Horní Slavkov (1792) and Klášter-
ec nad Ohří  (1793). A boom  in production and processing began  in  the  late 19th century 
(Hanykýř and Kutzendörfer 2008), when kaolin was mined and used in nearly all of the 
known deposit  areas, primarily  in  the  regions of Karlovy Vary and Plzeň  (Fig. 1). Since 
that time it has continued without interruption, and crude kaolin production hovered annu-
ally around 1 million tonnes already in the 1950s. Production increased gradually, ranging 
around 1.5 million tonnes as early as the beginning of the 1970s, and had risen to 3.5 million 
tonnes annually by 1988. As a  result of  the political and economic changes  in  the Czech 
Republic after 1989, production declined  in  the short-term  to 2.4 million  tonnes  in 1993. 
However, it recovered three years thereafter and stabilized at the present-day annual level 
of 3–3.5 million tonnes. 

Unangemeldet
Heruntergeladen am | 29.10.17 10:45



122 Starý et all 2017 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 33(3), 121–142

According to the USGS Mineral Commodity Summaries (Flanagan 2016), the current 
annual world production of kaolin is listed at around 34 million tonnes. The stratistical data 
about the production are however problematic to use, since some states publish mine pro-
duction of crude kaolin, some production of beneficated one, and some only exports without 
data for domestic consumption. Nevertheless, with its production both of crude and benefi-
ciated kaolin, the Czech Republic ranks among the five leading world producers and third in 
Europe behind Germany and the United Kingdom.

This paper reviews production trends, reserves of crude kaolin and technological chang-
es in the mining and processing of kaolin in the Czech Republic for the past 17 years. 

1. Methods

Essential data and information were provided by the Mineral information System of 
the Czech Geological Survey (SurIS 2016), which is a unique dataset managed by the first 

Fig. 1. Location of kaolin resources in the Czech Republic. 
Significant areas: 1 – Karlovy Vary region, 2 – Kadaň region, 3 – Podbořany region, 4 – Plzeň region, 

5 – Znojmo region, 6 – Cheb Basin, 7 – Třeboň Basin, 8 – Vidnava region

Rys. 1. Lokalizacja zasobów kaolinu w Republice Czeskiej. 
Znaczące obszary: 1 − region Karlovy Vary, 2 − region Kadaň, 3 − region Podbřoany, 4 − region Plzeň, 

5 − region Znojmo, 6 − Basen Cheb, 7 – Basen Třeboň, 8 − region Vidnava
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author and based on the long-term monitoring and processing of data. Data from geo- 
logical projects conducted in the Czech Republic were used to provide information on 
geology, technology, reserves, and resources calculation. We tried to cite sources available 
to the international community of readers, while most of these sources are availble only 
in Czech and many of  them  just  in  the  form of unpublished manuscripts. Official  state 
statistical reports (Starý  et  al.  2016;  Starý  et  al.  eds.  2016) furnished information on 
resources and reserves development and mine production. Personal research at individual 
deposits and mining sites was necessary to verify and deduce additional data (e.g. benefi-
ciated kaolin production).

2. Kaolin Reserves and Resources, Mine Production

2.1. Classification of kaolin in the Czech Republic

In the Czech Republic, the kaolin types are classified according to their application:
�� Kaolin for production of porcelain and fine ceramics (“KJ”) is the highest quality ka-

olin with high requirements for purity, rheological properties, strength after drying, 
pure whitefired color (content of Fe2O3 + TiO2 without high-intensity electromagnet-
ic separation up to 1.2%) and minimum refractoriness of 33 PCE (1730°C).

�� Paper-grade kaolin (“KP”) is used both for fillers and coatings. Required properties 
are high whiteness and  low content of abrasive particles.  It  is also used as a filler 
in  the  production  of  rubber  (requires  a minimum  content  of  the  socalled  “rubber 
poisons” – max. 0.002% Mn, max. 0.001% Cu, and max. 0.15% Fe), in plastics, fibre-
glass, paints, cosmetics and pharmaceuticals, etc.

�� Kaolin for other ceramics manufacturing (“KK”) has no specifically defined param-
eters and is used in many ceramic recipes. It is highly valued for its whitefired color, 
low content of coloring oxides, etc. As in the case of KP, it is used as a refractory 
material, filler and binder in various products as well.

�� Titanium-bearing kaolin (“KT”) contains over 0.5% TiO2, and this type of kaolin 
occurs  only  in  the Karlovy Vary  region  (Fig.  1), where  it  formed  from granites 
with  high  contents  of  Ti-minerals.  High-intensity  electromagnetic  separation  is 
used during processing to reduce the TiO2 (and also Fe2O3) content, after which 
a minor portion of this kaolin can be used as the “KJ” or “KP” and mainly as the 
“KK” grades.

�� Feldsparbearing kaolin (“KZ”) contains a higher amount of nonkaolinized feldspars 
and has been used mostly for the production of sanitary and technical ceramics (Starý 
et al. eds. 2010).

Structure of the mine production and resources according to this classification is given 
in Table 1.
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2.2. Genesis of kaolin deposits in the Czech Republic and their location

All the kaolin deposits in the Czech Republic were formed by kaolinitic weathering 
of feldspathic rocks and belong to the primary type. A decrease in kaolinization with in-
creasing depth and the transition to non-weathered parent rock are characteristic of these 
resources (Kužvart et al. 1983; Starý et al. eds. 2010). Kaolinite highly prevails over other 
clay minerals. Three major groups of kaolin resources occur in the Czech Republic based on 
the origin of the parent rock: 

1)  granitic rocks, 
2)  arkoses and feldspathic arenites,
3)  metamorphic rocks, such as orthogneiss. 
Structure of the mine production and resources according to this classification is given 

in Table 2. They differ in principal properties such as chemical composition and percentual 
yield of particles smaller than 20 μm (Table 3; Kužvart and Neužil 1968). The following are 
the major regions where kaolin deposits and resources occur.

Table 3.  Basic chemical composition of kaolin in the Czech Republic (SurIS 2016)

Tabela 3.  Podstawowy skład chemiczny kaolinu w Republice Czeskiej (SurIS 2016)

Parent rocks: Region Al2O3 [%] Fe2O3 [%] TiO2 [%] Yield < 0.02 mm [%]

Granite: Karlovy Vary 36–37 0.6–1.3 0.1–0.8 25–38

Granite: Znojmo 30–35 0.8–2.5 0.2–0.5 20–40

Granite: Cheb basin 36–37 0.7–1.3 0.2–0.3 22–30

Granite: Vidnava 35–37 0.8–1.0 0.1–0.2 16–25

Arcose: Plzeň (North) 34–36 0.5–1.0 0.7–0.8 15–20

Arcose: Plzeň (South) 35–36 0.4–0.8 0.3–0.5 20–21

Arcose: Podbořany 34–36 0.4–0.8 0.3–0.5 22–28

Gneiss: Kadaň 35–36 0.5–1.3 0.4–0.6 20–30

Gneiss: Znojmo 21–23 0.9–1.2 0.2–0.3 20–30

The Karlovy Vary region (Fig. 1) is a key area with kaolin deposits and resources of gra- 
nite origin. The parent rocks are represented by two granite types of a different age (Konta 
1974; Kužvart et al. 1983; Cháb 2010). The highest quality kaolin originated from younger 
(autometamorphosed) granites, whereas  the  lower quality,  predominanty Ti-bearing kao-
lin originated  from older granites  (usually coarse-grained with a higher biotite content – 
Table 3). The geological structure of the deposits is quite complex as kaolin horizons fre-
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quently follow the pre-Tertiary morphology of granitoid bodies and often form marked el-
evations or depressions (Kukla 1959, 1968; Konta 1969; Kužvart et al. 1983; Křelina 1992; 
Jiránek et al. 1990). The average exploitable thickness at most of the deposits varies from 
15  to  30 m. The  yield  during  beneficiation  usually  reaches  about  28–30%. A  significant 
portion of the resources and deposits of the highest quality kaolin, such as the well-known 
Zettlitzer Kaolin (KS 2001) produced from KJ-grade kaolin, is already considerably exhaus- 
ted due to long-term mining. nevertheless, this region continues to be the most important 
source of top quality kaolin for the production of porcelain (KJ) or their eventual substitutes 
(KT). The portion of the lower quality raw material of most deposits is classified as the the 
KK grade. Only a small portion of resources is classified as the KP grade. The most impor-
tant deposits are Božičany-Osmosa (Jiránek et al. 1990; Fig. 2), Ruprechtov (Fig. 3), Mírová 

Fig. 3. Kaolin deposit Ruprechtov in the Karlovy Vary region, unique in elevated content of illite 
Phot. Jaromír Starý 2016

Rys. 3. Złoże kaolinu Ruprechtov w regionie Karlovy Vary, 
unikatowa ze względu na podwyższoną zawartości illitu 

Zdjęcie: Jaromír Starý 2016

Fig. 2. Kaolin deposit Božičany-Osmosa in the Karlovy Vary region, producing all grades of kaolin 
(kaolin for production of porcelain and fine ceramics, for other ceramics manufacturing, and titanium-bearing). 

Elevation of medium-grained muscovite-biotite granite weathered in Tertiary, 
since Late Oligocene lignite seam is in direct kaolin overburden 

Phot. Jaromír Starý 2016

Rys. 2. Złoże kaolinu Božičany-Osmosa w regionie Karlovy Vary, posiadające wszystkie typy kopaliny 
kaolinowej (kaolin do produkcji porcelany i ceramiki szlachetnej, innych wyrobów ceramicznych 

oraz kaolin tytanonośny). Wyniesienie średnioziarnistego granitu muskowitowo-biotytowego zwietrzałego 
w trzeciorzędzie, przykryte bezpośrednio nadkładem złoże kaolinu tworzy warstwa późno oligoceńskiego lignitu 

Zdjęcie: Jaromír Starý 2016
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(Kužvart  et  al. 1968),  Jimlíkov  (Konta 1975), Podlesí-Čapí Hnízdo and Podlesí 2  (Konta 
1968), where the KJ, KT and KK grades are mined together. Jenišov-výsypka, Mírová-Zátiší 
and Jimlíkov-sever are three other deposits are being developed (Jiránek et al. 1990). The 
Otovice-Katzenholz deposit is the only site where the KP grade is mined in the Karlovy 
Vary region (Babůrek et al. 1959; Konta et al. 1973; Jiránek et al. 1990). On a nationwide 
scale, the region accounts for about 10% of crude kaolin production and for around 15% of 
beneficiated kaolin production. The total amount of registered geological resources of crude 
kaolin exceeds more  than 480 million  tonnes (Table 4). However, a significant amount  is 
only mineable by underground methods (roughly 120 million tonnes) and consists mostly of 
the KT and KK grades. The amount of resources is restricted because they lie below the level 
of 360 m above sea level, at which surface mining is not allowed, and underground mining 
is limited in order to safeguard the springs of the Karlovy Vary spa. The Sedlecký kaolin 
company is the sole producer of kaolin in this area, and the raw material is beneficiated at the 
processing plant in Božičany. The average yield ranges around 28–30% (Table 3). The pro-
duced kaolin is primarily used for the manufacture of porcelain and other ceramics (table-
ware, whiteware, sanitary, electro-porcelain, refractory) and also in the chemical industry as 
a filler and binder in paper, plastic and insulating materials, coatings, etc. 

The Plzeň  region  is  the most  important  and  largest  area with  deposits  and  resources 
of kaolin, which formed due to the kaolinization of sedimentary rocks. The parent rock is 
represented by Carboniferous arkoses of the Plzeň Basin (Neužil et al. 1973b; Kužvart et al. 
1983; Pešek 2001; Opluštil et al. 2005). The kaolin deposits and resources are concentrated 
in two separate sub-areas, and all of the deposits are worked by one company – LB Minerals 
(Lasselsberger). The area of prime  importance  lies north of Plzeň  in  the surroundings of 
Kaznějov and Horní Bříza (Kužvart et al. 1968; Jiránek 1977; Jiránek et al. 1990), where 
the KP and KK grades are represented equally. A total of 276 million tonnes of geologic 
resources occur in the sub-area. The recoverable kaolin thickness ranges mostly between 
20 to 30 m (with the possibility of expanding reserves if excavation is permitted below the 
base of 410 m ASL, which limits mining and calculations due to hydrogeological parame- 
ters)  and  the  yield  between  15  and  19%  (Table  3).  The  crude  kaolin  is  processed  at  the 
processing plants  in Kaznějov  and Horní Bříza. Beneficiated kaolin  is  primarily used  in 
the paper  industry (filler and coating) and also as fillers  in plastics, man-made materials, 
fibreglass, rubber, etc. The Chlumčany area (e.g., Knapp et al. 1968; Kužvart et al. 1968) 
south of Plzeň with over 41 million tonnes of geologic resources is the second sub-area with 
extensive kaolin production. The raw material thickness ranges between 10 to 20 m and the 
yield around 20% (Table 3). The crude kaolin is processed at the Chlumčany plant and is 
practically used exclusively in ceramic production. Mining is  taking place north of Plzeň 
in two large open pits. The first is located at the Kaznějov-South and Lomnička-Kaznějov 
deposits (Fig. 4), both mined by the Kaznějov open pit and the second at the Horní Bříza 
deposit. The Chlumčany-Dnešice deposit is the only developed and mined deposit south of 
Plzeň. The region accounts for roughly 80% of crude kaolin production and for nearly 70% 
of beneficiated kaolin production in the Czech Republic (Table 4). 
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The Podbořany region  is  the  third most  important area with kaolin  resources and de-
posits. The parent rock consists of the feldspathic arenites of the Líně Formation belonging 
to the Central bohemian Permo-Carboniferous (Milický et al. 1968; Kužvart et al. 1983; 
Pešek 2001). All of the above-mentioned kaolin grades occur here. The total registered geo-
logic resources of crude kaolin in this area exceed 228 million tonnes, nearly half of which 
(103 million tonnes) are suitable only for underground mining (Table 4). The thickness of 
the kaolin usually ranges between 10 and 20 m and the yield between 25 and 27% (Table 3). 
Even though the kaolin is predominantly classified as the KJ grade, it is usually not suitable 
for the manufacture of porcelain due primarily to its rheological properties and should rather 
be classified as the KK grade or KP grade. However, some of the kaolin classified as KJ is 
of a lower quality (than the KK or KZ grade) and its use as an additive in the Karlovy Vary 
kaolin in the production of porcelain is rather limited due to its rheological properties. The 
Krásný Dvůr-Podbořany (Fig. 5) deposit of KJ-grade kaolin, which is mined by the Kaolin 
Hlubany (WBB Group) company, is the most important deposit. Crude kaolin is processed 
at  the Hlubany plant (the main markets being the tableware, sanitaryware, refractory and 
tile industries). The KK grade is mined at the second active deposit, Nepomyšl-Velká, by the 
KSB (Sedlecký kaolin) company. The region accounts for about 6% of domestic production 
of crude and beneficiated kaolin (Table 4).

The Kadaň region consists of kaolin, which originated from the granulite gneiss of the 
Krušné  hory  (Erzgebirge) Crystalline Complex  (Cílek  1968; Neužil  1972; Kužvart  et  al. 
1983; Jiránek et al. 1990). A major portion of the kaolin belongs to the KP grade. The Kra-
lupy  u Chomutova-Merkur  (KP)  deposit was  exhausted  in  2003  and  other  deposits  even 
earlier (e.g. Kadaň, Prahly). Relatively large resources of kaolin are registered at the Rokle 
deposit (Fig. 6) worked by the KERAMOST company. Kaolin has been extracted here since 
2003 and the overlying bentonite has been mined since the 1980s. The raw material has an 

Fig. 4. Kaolin open pit mine Kaznějov in the Plzeň region extracting two deposits: Kaznějov-South and 
Lomnička-Kaznějov. It is largest open pit kaolin mine in the Czech Republic, producing mostly paper-grade 

kaolin and kaolin for other ceramics. Parent rock is Late Carboniferous arkose 
Phot. Jaromír Starý 2016

Rys. 4. Kopalnia odkrywkowa kaolinu Kaznějov w rejonie Pilzna eksploatująca dwa złoża: Kaznějov-Południe 
i Lomnička-Kaznějov. Jest to największa kopalnia odkrywkowa kaolinu w Republice Czeskiej, produkująca 

głównie kaolin papierniczy i kaoliny ceramiczne. Skała macierzysta to późna karbońska arkoza 
Zdjęcie: Jaromír Starý 2016
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average yield of around 25–27% (Table 3) and is processed in the Kadaň processing plant. It 
is mostly used in ceramics and as a filler in paper, plastics and rubber. The region accounted 
for roughly 4% of beneficiated kaolin production in the Czech Republic (Table 4).

The kaolin in the Znojmo region originated mostly from the granitoids of the Dyje Mas-
sif. Only a minor portion of lower quality kaolin originated from the Bíteš orthogneiss of 
the Dyje dome structure of the Moravicum (Klement and Babůrek 1968; Neužil et al. 1973a; 
Jiránek et al. 1990; Mátl 1992). The majority of kaolin is of the KZ grade and less of the KP 
grade. Production ceased in 2007, when the small Únanov-sever deposit of KP grade was 
mined out. 

Fig. 6. Kaolin deposit Rokle in the Kadaň region is producing mostly paper-grade kaolin. 
Parent rock is fine to medium-grained granulite orthogneiss 

Phot. Jaromír Starý 2016

Rys. 6. Złoże Rokle w regionie Kadaň zawierające głównie kaolin do produkcji  papieru. 
Skała macierzysta to drobny i średnioziarnisty ortognejs granulitowy 

Zdjęcie: Jaromír Starý 2016

Fig. 5. Kaolin deposit Krásný Dvůr-Podbořany in the Podbořany region 
Phot. Jaromír Starý 2016

Rys. 5. Złoże kaolinu Krásný Dvůr-Podbořany w regionie Podbořany 
Zdjęcie: Jaromír Starý 2016
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The Cheb basin represents a very prospective region in the near future. Kaolin has 
formed  through  kaolinization  of  the  granites  of  the  Smrčiny  (Fichtelgebirge) Crystalline 
Complex (Šindelář 1981; Křelina 1992). A recoverable part of the only deposit in this area – 
Plesná-Velký Luh (KK, KP) – has been developed. A pilot production began in 2014.

The Třeboň Basin  is  a  less  important  region, with  local  kaolins  originating  from  the 
granites and biotite paragneisses of the Moldanubicum (Kužvart et al. 1983; Cháb 2010). 
Only  the ceramic-grade kaolin  (KK) was evaluated  in  this area. The  raw material  is not 
mined and its exploitation is not foreseen due to its low quality.

In the Vidnava area, the kaolins formed from the granites of the Žulová Massif (Kužvart 
et al. 1983; Jiránek et al. 1990; Zachovalová et al. 2002; Laurent et al. 2014). The raw mate- 
rial of a single and, thus far, unmined Vidnava deposit has been alternatively classified as KP 
and KK grade. However, it is listed in the „Register of Reserved Mineral Deposit Reserves“ 
under refractory clays to ensure its best use.

Other  smaller  kaolin  occurrences  have  either  been  exhausted  (e.g.  Lažánky,  Doní 
Zálezly) or remain unexplored (e.g. the Žlutice, Toužim and Javorník areas). 

2.3. Mine production

All Czech kaolin deposits are currently extracted by openpit mining. Crude kaolin pro-
duction has been very stable in the Czech Republic in the long term, and it has annually 
ranged between 3.1 and 3.9 million tonnes in the past 15 years (Table 5). The only exception 
occurred in 2009, when crude kaolin production fell to a historic minimum of nearly 2.9 mil-
lion tonnes primarily as a result of the global crisis. The trend in mining also corresponded 
to the trend in the production of beneficiated kaolin (Table 5), which rose gradually until 
2007, when it exceeded 680 kt. It declined slightly to 664 kt the following year but fell to 488 
kt in 2009 due to the decrease in mining. Production returned to its usual level exceeding 
600 kt again after 2010. However, the increase in kaolin mining and production after 2010 
is not the result of a recovery in the domestic economy but the result of growing exports. 
Exploration at kaolin deposits and prospecting for new resources were and are still being 
conducted on a relatively intensive basis mainly in the traditional areas of Karlovy Vary, 
Plzeň, Podbořany and Znojmo.

Until 2004, paper-grade kaolin (KP) accounted for more than 82% and porcelain-grade 
kaolin (KJ) for around 11% of the total production volume of crude kaolin (Table 1). Kao-
lin used for other ceramics (KK), which usually occurs as a lower quality raw material at 
KJ- and KP-grade deposits, accounted for nearly 5% of the total output. Titanium-bearing 
kaolin (KT) is also a lower quality raw material that occurs at the KJ-grade deposits in the 
region of Karlovy Vary, and its improved use was anticipated after the implementation of 
high-intensity electromagnetic separation (HIEMS) in 1996. However, its use is currently 
increasing slowly and it accounts for only about 1% of production. Feldspar-bearing kao-
lin (KZ) has not been mined since 1990. A fundamental change in the structure of kaolin 
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production occurred due to a re-evaluation of the kaolin in the region of Plzeň in 2005 and 
due to a reclassification of a major portion of the kaolin from the original KP grade to the 
KK grade. Thus,  the share of  the KP grade in the total output fell  to about 25–27% and, 
by contrast, the share of the KK grade rose sharply to 65–66%. The share of the KJ grade 
declined slightly to nearly 9%, and the KT grade has fluctuated between 0.6 and 2% over 
the long term. This different perspective on kaolin evaluation is based on its use as well as 
on the payment of royalties on extracted minerals (payments in the case of the KP grade are 
higher than for the KK grade).

Table 5.  Key data on kaolin in the Czech Republic (Starý et al. eds. 2016)

Tabela 5.  Kluczowe dane o kaolinie w Republice Czeskiej (Starý i in. red. 2016)

Kaolin 1999 2000 2001 2002 2003 2004 2005 2006

Deposits – total number 65 65 65 65 65 65 66 67

Exploited 11 11 12 13 15 15 14 14

Total mineral resources [Mt] 1137.5 1152.4  1141.0  1127.3 1121.0 1120.9 1104.3 1204.3

Economic proved reserves [Mt] 263.7 257.5 224.4 233.9 221.7 215.8 195.6 191.3

Economic probable reserves [Mt] 526.9 493.5 518.0 495.6 488.4 494.2 486.7 567.1

Potentially economic resources [Mt] 346.9 401.4 398.7 397.8 410.9 410.9 422.1 445.9

Mineable reserves [Mt] 32.9 48.0 72.3 69.5 57.9 56.3 57.9 51.2

Mine production [Mt] 3.100 3.318 3.640 3.650 3.706 3.862 3.882 3.768

Production of beneficiated kaolin [Mt] 0.526 0.565 0.572 0.576 0.591 0.595 0.649 0.673

Kaolin 2007 2008 2009 2010 2011 2012 2013 2014 2015

Deposits – total number 69 70 71 71 71 71 71 72 72

Exploited 14 14 13 14 14 15 15 15 15

Total mineral resources [Mt] 1220.3 1212.4 1208.3 1207.6 1204.8 1194.9 1191.1 1189.1 1180.9

Economic proved reserves [Mt] 249.7 244.5 244.6 240.7 234.1 228.5 225.1 231.2 225.8

Economic probable reserves [Mt] 497.2 497.4 504.7 506.2 507.5 506.1 506.0 499.9 499.7

Potentially economic resources [Mt] 473.4 470.6 459.0 462.2 463.2 460.3 460.0 458.0 455.4

Mineable reserves [Mt] 79.4 79.0 80.0 93.1 102.3 101.3 98.2 98.1 98.8

Mine production [Mt] 3.604 3.833 2.886 3.493 3.606 3.318 3.108 3.281 3.454

Production of beneficiated kaolin [Mt] 0.682 0.664 0.488 0.636 0.660 0.624 0.609 0.617 0.648
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2.4. Reserves, resources and prospects

Kaolin reserves and resources seem to be quite large. The reserves and resources of the 
KJ grade occur only in the regions of Karlovy Vary and Podbořany, and both regions ac-
count for roughly one-half of the production of the KJ grade. Even though more than 60% of 
the KJ-grade resourcess occur in the Podbořany region, only a maximum of up to 20% of the 
raw material is suitable for KJ-grade applications. Furthermore, a portion of the resources is 
mineable only by underground methods. The KJ-grade reserves in the Karlovy Vary region 
are only sufficient enough to meet several decades of mine production and, in addition, most 
of the resources of reserved deposits are only mineable by underground methods. An equiva- 
lent substitute for the high-quality KJ-grade raw material being exhausted at the Jimlíkov 
and also at the Božičany-Osmosa-jih deposits does not exist. Other deposits (Jenišov-výsyp-
ka, Jimlíkov-sever, Mírová-Zátiší, Sedlec, etc.), in which the highest quality kaolin grades 
occur in considerably smaller amounts, are being prepared for development. The role of 
processing lower quality raw material, primarily with the aid of HIEMS, is thereby becom-
ing more important. it is presumed that underground mining may even recommence in the 
future in some areas of the Karlovy Vary region. The KP-grade reserves and resources are 
concentrated primarily  in  the Cheb Basin, where nearly 43% of  all  resources occur,  and 
in the Plzeň area with 35% of the total domestic resources of the KP grade. However, the 
majority of mining occurs in the Plzeň region, which produces around 80% of all KP-grade 
kaolin in the Czech Republic, and the rest is roughly equally accounted for by the Karlovy 
Vary and Kadaň regions. The lifespan of currently registered reserves is around 20 years 
in  the Plzeň  region, higher  in  the Kadaň (Rokle)  region, but only around 10 years  in  the 
Karlovy Vary region. Larger new resources of KJ- and KP-grade kaolin cannot be expected. 
The reserves and lifespan of other kaolin types (KK, KT, KZ) suffice for now, but the raw 
material usually requires more demanding and costlier processing methods to produce very 
high-quality products.

3. Kaolin processing

Conventional wet processing of crude kaolin takes place in processing plants, which are 
located in the vicinity of mined deposits. The extracted raw material is crushed and homoge-
nized, or possibly mixed from various kaolin deposits according to the quality requirements 
for the end product, i.e. the specific brand of beneficiated kaolin. It is subsequently dispersed 
and separated, which removes the sand and silt fractions from the raw material. The sus-
pended kaolin is usually purified further (primarily by removing the compounds contain-
ing iron and titanium) using a superconducting magnetic separator. The resulting slurry is 
thickened with inorganic and organic flocculants by sedimetation and dewatered with a filter 
press. The main product of the processing – beneficiated kaolin – may be delaminated fur-
ther by kneading and subsequently granulated, dried, milled, packaged and shipped. Some 
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grades  of  beneficiated  kaolin  are  calcined  to  produce metakaolin.  Processing  sometimes 
also involves the use of repetitive magnetic separation (high-intensity electromagnetic sepa-
ration – HIEMS), whereby the first superconducting magnet has a rough or medium matrix 
and the second high-intensity magnet a fine or ultra-fine matrix and thus lowers the amount 
of coloring oxides by about 0.25 wt.%. This way two universal beneficiated grades of kaolin 
can be produced and mixed with other  raw materials with selective magnetic separation. 
The first grade has an extremely low Fe2O3 (iron oxide) content and high whiteness after 
drying (above 80% R 457 nm), whereas the second has a TiO2 (titanium oxide) content of 
nearly zero and high whiteness after drying (above 82% R 457 nm). Suitable mixing ratios 
can produce either an unusual quality of ceramic kaolin (e.g. the amount of the Fe2O3 a TiO2 
coloring oxides of around 0.55–0.65 wt.%) with a very high level of whiteness after firing 
(up to 92% R 457 nm) or an excellent paper-grade kaolin with a high degree of whiteness 
after drying. 

The modern trend in kaolin processing technology is dry processing of crude kaolin, 
which may be applied advantageously at localities far away from water sources or pro-
cessing plants. The crude kaolin is dried and air-floated to produce a particle size of about 
0–500 microns, which produces an intermediate product (kaolin concentrate) with a yield 
three to four times higher than that of crude kaolin (natural state). It can be dry processed 
(grinding) further to produce a desired particle size or used already as a finished (milled) 
product, or possibly as a kaolinite concentrate in the washing and separation of suspen-
sions. Dry magnetic  separation  is  also  used  to  remove magnetic  particles  (e.g.  biotite, 
siderite, muscovite)  in a state where  the minerals containing  iron and  titanium are still 
relatively large and easily separable from a dry raw material (they cling less to particles 
and aggregates of kaolinite). As a result, the processing plant receives a partially sorted 
and degritted crude kaolin, from which most of the rough sandy fraction and a portion of 
minerals with high Fe and Ti concentrations have been removed. Such a kaolin concen-
trate can be used in more universal and effective ways and also wet processed readily. 
The magnetic fraction contains high-quality muscovite, and the non-magnetic fraction 
usually contains quartz and potassium feldspar. The most suitable raw material for dry 
processing is the so-called feldspar-bearing kaolin with a kaolin yield below 15%, which 
is currently not being exploited in the Czech Republic, but whose reserves and resources 
are large. At the same time, it represents a significant source of fine-grained potassium and 
potassium-sodium feldspar as well as a source of a light illitic-montmorillonitic clay with 
considerable sorption properties that is applicable as a natural sorbent, plasticizer and as 
a kaolin with high strength after drying, as a source of the finest particles below 2 or 1 mi-
crons, etc. The use of dry processing of feldspar-bearing kaolin represents an innovative 
method of extracting very fine feldspar fractions as the main sand product and fine kaolin 
as a by-product in drawn-off material. 

The  general  trend  in  producing  beneficiated  as  well  as  air  classified  (floated)  kao-
lin involves waste-free production technologies, including water recycling and saving 
energy. Today, the use of by-products such as montmorillonite clay or bentonite, mus-
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covite, feldspar products, sands, etc., is becoming an economic necessity in kaolin pro- 
cessing. 

The separation of kaolin suspensions has also provided some exceptional results specifi-
cally from several perspectives: it was possible to produce ceramic kaolin with a controlled 
content of particles below 2 microns as a mixture of very fine-grained kaolin and magne- 
tically separated discharge (waste) fraction with the possibility of controlling the grain-size 
distribution of 40–60 wt.% of particles below 2 µm without chemical intervention. That has 
a positive effect on the casting and rheological properties of the beneficiated kaolin, and it 
also significantly influences the speed with which a body forms. With the dry processing 
of kaolin mixtures,  it  is  in a similar way possible  to control  the particle-size distribution 
of the fractions of kaolin powder, for example, below 63 µm or below 100 µm, etc. Newly 
constructed processing lines will also aid in separating the finest particles (e.g. below 1 µm) 
from kaolin suspensions with the aim of improving the rheological properties of selected 
ceramic and paper-grade kaolin, and then to use them in plastic kaolin. new technologies 
of continuous thickening of kaolin suspensions enable a selective flocculation of individual 
raw material types of kaolin using polymer agents that may be substituted with inorganic 
thickeners (for example hydrated lime). The trend in kaolin used in paper and fillers aims to 
constantly increase the whiteness after drying R 457 nm (e.g. ranging at 82–85%), to reduce 
abrasion below 10 mg/100 g of sample, to increase the content of particles below 2 microns 
(above 60 wt.%) and to reduce particles below 1 µm, and to influence the color and hue satu- 
ration, etc. 

A significant upsurge has also occurred in calcined products. They are used to pro-
duce, for example, artificial pozzolan (metakaolin) with a wide range of individual prod-
ucts for construction and also for the refractory and filler industries, etc. Development 
and  applied  research  has  focused  primarily  on  increasing  pozzolanic  reactivity  (e.g. 
by increasing the pozzolanic activity with the aid of technological processing to about 
1800 mg Ca(OH)2/g of sample). Another product  is white metakaolin with a whiteness 
R 457 nm of 84–88%, metakaolin containing mullite particles with a whiteness of up to 
90%, metakaolin with selective colors, metakaolin with diverse mineralogical and grain-
size composition (e.g. containing fine by-product quartz), metakaolin with excellent rhe-
ological behavior or composite metakaolin with a highly reactive ultra-fine fraction and 
metakaolin  aggregate/grain  size of 0–1 mm, 0–2 mm,  etc. Grog has  traditionally  also 
been produced from kaolin with a high content of aluminum as well as white kaolinitic 
additives with a whiteness after firing of 88–92 wt.% using continuous calcination equip-
ment. Entirely unique  is  the production of highly pure expanded grog and  lightweight 
materials with a high content of mullite (above 62 wt.%) with a bulk density of the pro-
duced particles of 1–4 mm ranging from about 350 kg/m3 to 1050 kg/m3 and resistant to 
CO (carbon oxide) corrosion. Development also deals with white kaolin grog with a high 
light reflectance, and an established tradition is also the production of hard mullite grog 
with a mullite content of 55–60 wt.% and a content of volumetrically unstable cristobalite 
of practically zero. 
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The separated waste products produced during the wet or dry processing of crude kaolin 
may often contain minor metals and REE (e.g., Hohn et al. 2014), and  their concentrates 
(e.g. mica with a high concentrations of Li, Rb, Cs, as well as Ce, etc.) may be of particular 
interest to industry. 

4. Foreign Trade

The kaolin deposits of the Czech Republic are also important on a world scale, account-
ing for about 3–4% (Starý et al. 2015), while the USGS declared about 10% of world pro-
duction (Flanagan 2016). Domestic consumption of kaolin is lower than its production, and 
a larger portion of production is exported (Table 6). In the long term, the export volume has 
accounted for around 80% of the total production of kaolin (cf. 70% in 1995 accoring to Wil-
son and Jiranek 1995). The decline in Czech exports (40% from production) in 2005–2008 
was due to strong competition from cheaper Chinese porcelain in Europe and due to export 
restrictions of Ministry of industry and Trade on the highest quality kaolin. Those restric-
tions ended  in 2009, when Czech kaolin exports  rose contrary  to  the crisis  trends  in  the 
absolute majority of other mineral commodities. The export volume has already stabilized 
at an annual level of 500 kt since 2010. 

The value of Czech kaolin exports in 2015 amounted to CZK 1.5 billion (EUR 55 mil-
lion).  In past  years,  the  average  import prices were  about  twice  as high  as  export  prices 
primarily because very high-quality british and German kaolin is imported into the Czech 
Republic  for  extremely  demanding  applications.  Czech  kaolin  is  exported  to  more  than 
30 countries, 90% of which are EU countries. Over the long term, about 30% has been ex-
ported to Germany. Other significant export destinations are other EU countries such as Ita-
ly, Belgium, Slovakia, France, the Netherlands, Poland, Austria, etc. Recently, exports have 
also increased to non-EU countries such as Russia as well as to non-European countries, of 
which the UAE, iran and bangladesh are the main importers of Czech kaolin. The average 
export price of Czech kaolin ranges between 2300 to 2900 CZK/t (90 to 110 EUR/t). 

Czech kaolin is well known worldwide and in increasing demand which is reflected not 
only in the rising total amount but also in the increasing number of countries receiving 
Czech exports. 

Discussion and Conclusion

Kaolin is traditionally one of the most important Czech industrial minerals. Production 
of crude and beneficiated kaolin has been stable over the long term and, in both cases, the 
Czech Republic ranks among the leading European and world producers. With the use of 
modern and sophisticated processing methods, the quality of the produced kaolin remains 
high and consistent even if the initial raw material is of a lower quality. Czech kaolin is 

Unangemeldet
Heruntergeladen am | 29.10.17 10:45



138 Starý et all 2017 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 33(3), 121–142

Ta
bl
e 
6.
 

C
ze
ch
 k
ao
lin
 a
nd
 o
th
er
 k
ao
lin
iti
c 
cl
ay
 e
xp
or
t a
nd
 im

po
rt 
(S
ta
rý
 e
t a
l. 
ed
s. 
20
16
)

Ta
be
la
 6
. 
Ek
sp
or
t i
 im

po
rt 
ka
ol
in
u 
cz
es
ki
eg
o 
i i
nn
yc
h 
iłó
w
 k
ao
lin
ito
w
yc
h 
(S
ta
rý
 i 
in
. r
ed
. 2
01
6)

K
ao

lin
 [k

t]

19
99

20
00

20
01

20
02

20
03

20
04

20
05

20
06

20
07

20
08

20
09

20
10

20
11

20
12

20
13

20
14

20
15

Ex
po
rt 

42
6.
7

44
1.
5

45
3.
0

43
9.
7

43
8.
5

48
2.
3

26
5.
2

25
9.
4

24
7.
1

23
3.
9

37
9.
1

48
4.
8

53
7.
2

50
6.
8

50
3.
6

50
4.
5

53
9.
6

im
po

rt
 
5.
4

 
7.
6

 
9.
1

 
3.
9

 
5.
6

 
6.
9

 1
1.
7

 1
2.
3

 1
5.
2

 1
5.
6

 
6.
6

 
8.
0

 1
2.
3

 1
2.
8

 1
1.
7

 1
2.
2

 1
3.
3

O
th

er
 k

ao
lin

iti
c 

cl
ay

 [k
t]

19
99

20
00

20
01

20
02

20
03

20
04

20
05

20
06

20
07

20
08

20
09

20
10

20
11

20
12

20
13

20
14

20
15

Ex
po
rt 

1.
7

 1
.4

 2
.1

4.
7

3.
1

1.
5

3.
5

 1
.7

1.
6

0.
6

0.
5

0.
6

0.
7

0.
9

0.
6

0.
2

0.
1

im
po

rt
8.
0

10
.0

10
.4

8.
9

9.
8

7.
2

5.
2

10
.7

8.
9

5.
2

7.
2

6.
1

7.
1

4.
2

4.
1

4.
6

5.
2

Unangemeldet
Heruntergeladen am | 29.10.17 10:45



139Starý et all 2017 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 33(3), 121–142

well-known worldwide and in increasing demand. Domestic reserves and resources are rel-
atively large, but the available reserves of the highest quality kaolin for the manufacture 
of porcelain and paper are expected to last several decades. Economical mining aimed at 
maximizing the use of all the raw materials of the deposits, including lower quality kaolin 
requiring more demanding processing methods, can extend the lifespan of the deposits by 
many decades. Kaolin is a key domestic reserved industrial mineral and the state acting as 
the owner of this mineral resource base should strictly safeguard all deposits as well as re-
sources of this valuable raw material for current and future use.
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Zasoby, PRoDuKCja I PRZeRóbKa KaolInu 
w RepubliCe Czeskiej w lataCh 1999−2015

S ł owa   k l u c z owe

kaolin, wzbogacony kaolin, wzbogacanie, zasoby, bogactwa mineralne

S t r e s z c z e n i e

W artykule  dokonano  charakterystyki  i  interpretacji  trendów dotyczących  zasobów,  produkcji 
surowego oraz wzbogaconego kaolinu w Republice Czeskiej w  latach 1999−2015. Zasoby kaolinu 
szacowane są na około 1,2 mld ton i należą do najważniejszych przemysłowych surowców mineral-
nych Republiki Czeskiej. Z roczną produkcją około 3−4 mln ton surowego kaolinu i około 0,6 mln ton 
wzbogaconego kaolinu, Czechy należą do czołowych europejskich i światowych producentów kaoli-
nu. Wydobycie surowego kaolinu jest stosunkowo stabilne od 1997 r., natomiast produkcja wzboga-
conego kaolinu stopniowo wzrasta. Rosnąca produkcja i coraz lepsza jakość kaolinu wzbogaconego 
wynika z zastosowania zaawansowanych metod przeróbki, głównie separacji elektromagnetycznej. 
Ten wzrost nie był odzwierciedleniem stabilności sektora wydobywczego i krajowego przemysłu, ale 
wiązał się z działalnością proeksportową. Wielkość eksportu i jego udział stale rośnie i stanowi obec-
nie 80% łącznej krajowej produkcji kaolinu. Jedyny wyjątek miał miejsce w latach 2005−2008, kiedy 
eksport spadł o połowę w wyniku rządowych ograniczeń eksportu. Wyniki analiz nie były optymi-
styczne dla czeskiej gospodarki i wskazywały na gwałtowny spadek produkcji krajowego przemysłu 
górniczego. Ponadto podobna sytuacja występuje w przypadku innych, istotnych przemysłowych su-
rowców mineralnych , takich jak: skaleń, iły i piasek krzemionkowy.

DeveloPMenT oF KaolIn PRoDuCTIon, ReseRves 
anD PRoCessInG In The CZeCh RePublIC In 1999–2015

K e y w o r d s

kaolin; beneficiated kaolin; processing; reserves; resources 

A b s t r a c t

This paper aims to characterize and interpret the trends in reserves, resources, and in the mine 
production of crude kaolin and output of beneficiated kaolin between 1999 and 2015 in the Czech Re-
public. With nearly 1.2 billion tonnes of total resources, kaolin belongs to the key industrial minerals 
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of the Czech Republic. With an annual output of about 3 to 4 million tonnes of crude kaolin and of 
around 0.6 million tonnes of beneficiated kaolin, the Czech Republic ranks among the top European 
and world kaolin producers. Mine production of crude kaolin has been relatively stable since 1997, 
while the output of beneficiated kaolin has been increasing gradually during the same period. The 
increased production and yield of beneficiated kaolin resulted from the use of progressive methods 
in kaolin processing, primarily high-intensity electromagnetic separation. The positive growth trend 
was not a reflection of the stability of the extractive sector and domestic industry, but it was the result 
of a pro-export orientation. The amount and share of exports are continuously increasing and con-
stitute 80% of the entire kaolin production sector at the present time. The only exception occurred 
in 2005–2008, when exports declined by one-half as a result of the government ś export restrictions. 
The results of analyses were not optimistic for the Czech economy and indicated a sharp downturn in 
the domestic mining industry. Moreover, a similar situation exists in the case of other essential indu-
strial minerals such as feldspar, clays, and silica sand.
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